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SG-M (BPV IX) Rev. 2020-12-04

Table QW/QB-422
Ferrous and Nonferrous P-Numbers

Grouping of Base Metals for Qualification (Cont'd)
Minimum Welding Brazing
Specified
Designation, Type, Tensile, ksi Group AWS ISO 15608
Spec. No. or Grade UNS No. (MPa) P-No. No. | P-No. B2.2BM Group Nominal Composition Typical Product Form
Ferrous (Cont'd)
A/SA-494 M35-1 N24135 65 (450) 42 110 400 42 }— 67Ni-30Cu-2Fe-Cb Castings
A/SA-494 CX2MW N26022 80 (550) 43 111 420 43 59Ni-22Cr-14Mo-4Fe-3W Castings
A/SA-494 CW2z2M N26455 72 (495) 43 111 420 43 66Ni-16Mo-16Cr-Fe-W Castings
A/SA-494 CweMC N26625 70 (485) 43 1460 420 43 60Ni-21.5Cr-9Mo-4Cb-Fe Castings
A/SA-494 N7M N30007 76 (525) 44 112 410 44 65Ni-31.5Mo-1.5Fe-Cr Castings
A/SA-494 CWe6M N30107 72 (495) 44 112 420 44 56Ni-19Mo-18Cr-2Fe Castings
Table QW/QB-422
Ferrous and Nonferrous P-Numbers
Grouping of Base Metals for Qualification (Cont'd)
Minimum Weld-
Specified ing Brazing ISO
Alloy, Type, Tensile, Ksi AWS 15608
Spec. No. or Grade UNS No. (MPa) P-No. | P-No. B22BM Group Nominal Composition Typical Product Form
Nonferrous

A/SA-182 F58 S31266 109 (750) 45 102 420 8.2 24Cr-22Ni-6Mo-3Mn-Cu-W-N Forgings
A/SA-494 M35-2 N04020 65 (450) 42 110 400 42 67Ni-30Cu-Fe-Si Castings
A/SA-494 CY40 N06040 70 (485) 43 111 420 43 72Ni-15Cr-8Fe-Si Castings
A/SA-494 CU5MCuC N08826 75 (515) 45 111 420 45 42Ni-21.5Cr-3Mo-2.3Cu Castings
A/SA-494 M30C N24130 65 (450) 42 110 400 42 67Ni-30Cu-2Fe-Cb Castings
A/SA-494 M35-1 N24135 65 (450) 42 110 400 42 A5 67Ni-30Cu-2Fe-Cb Castings
A/SA-494 CX2MW N26022 80 (550) 43 1y 420 43 59Ni-22Cr-14Mo-4Fe-3W Castings
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